Material and treatment

Material & Strength Grade Expression
Screw Nut
4,8 4 Z
6,8 6 H
8,8 8 J
9,8 9 T
10,9 10 X
12,9 12 Y
Stainless Steel A2 S
Stainless Steel A4 \
34CrMo4 or 42CrMo4 Q
Treatment Expression
None X
Zinc coated B
Phopsate coating P
Dacrotized D
Nylok N
Chromate C
Standard Reference Issue Date
) - ] 05/11/2018
TUVASAS Standard Rev. Date
_ SP.00000 _ 05/11/2018
Rev. 01 Sheet 1 Of 1

Material and Treatment

All rhights reserved. No parts of this document may be reproduced or ut‘mzed in any
write form.

‘orm or by any means, electronic or mechanical, including photocopying and microfilm without permission in




